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Fine ceramics (advanced ceramics, advanced technical ceramics) - Mechanical 
properties of ceramic composites at room temperature - Determination of the 
interlaminar shear strength and shear modulus of continuous-fibre-reinforced 
composites by the compression of double-notched test pieces and by the Iosipescu 
test 
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