
ISO 11752:2000-10 (E)
 
Flexible cellular polymeric materials_- Moulded and extruded sponge or expanded cellular rubber 
products_- Compressibility test on finished parts
 
 
 
 

   - 1 -

Contents Page

Foreword.....................................................................................................................................................................iv

1 Scope ..............................................................................................................................................................1

2 Normative references ....................................................................................................................................1

3 Principle..........................................................................................................................................................1

4 Apparatus .......................................................................................................................................................1

5 Test pieces .....................................................................................................................................................2

6 Conditioning...................................................................................................................................................2

7 Procedure .......................................................................................................................................................2

8 Expression of results ....................................................................................................................................3

9 Test report ......................................................................................................................................................3


		2026-06-12T17:42:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




