ISO/TS 5486:2025-10 (E)

Metallographic determination of ferrite in an austenitic matrix of stainless steel

Contents Page
[0 =TV o iv
1 8T o o1 1
2 Normative referenCes ... e 1
3 BT 4 3= 1 Lo Lo 1= 3 T 4 T Y 1
4 Sampling and preparation of SPECIMENS ........cccvvicecirircecer e mn e 1
4.1 £ 7= 11 4 ] 110V 5 S 1
4.2 €7 g TaTe [19Te J=10 Lo I'eToT [E=3 11 4 Ve SN 4
4.3 o] 31 T SN 4
5 Determination of the maximum local content of ferrite .........ccccoveceoiirmni s 5
5.1 = T o N 5
5.2 Comparison MEthOd ... s n e e s e e e s 5
5.3 Image analysis Method ...........ccoi i —————— 6
5.4 Point counting Method ... ————————————— 6
6 L= 5 98 0= o 6
Annex A (normative) Standard comparison chart of ferrite in austenitic stainless steels ...................... 8
[ T0 0 [T =T ] 1 1/ 1



		2026-04-21T19:49:04+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




