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Steels - Micrographic determination of the apparent grain size

Contents Page
0T =T o iv
1 £ T o - 1
2 Normative referenCes ... 1
3 Terms and definitionNs ... ——————————— 1
4 Symbols and abbreviated terms ... ———————— 2
5 1 e o 2
6 Selection and preparation of the specimen ... ——————— 5
6.1 =53 8 [ X 14T o O 5
6.2 Revealing ferritic grain boundaries .........cccccciniiiii s ————— 5
6.3 Revealing austenitic and prior-austenitic grain boundaries ........cccccconiiiiiinin, 5
7 Characterization of grain SizZe .......cccccccccciiiiiiiiccccee s n e 10
71 Characterization by an iNA@X ........ccciiiicciicimiiiiiic e sssssssr e s s sssn e e e s s s s s mnnn e e e e snsnnnns 10
7.2 Characterization by the intercept method ... 1
8 TESE FEPOIT ... s ssssssssssssssssssssssssssssnnsnnnnnsnsnnnnnnnnn 14
Annex A (informative) Summary of methods for revealing ferritic, austenitic or prior-austenitic

grain boundaries in Steels .......cccoviiiiii e ———————— 15
Annex B (normative) Determination of grain size -- Standard charts taken from ASTM E112 .............. 16
Annex C (normative) Evaluation method ...........coccmiiiiiiici e ———— 31



		2026-05-17T21:49:37+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




