ISO 8008:2005-10 (E)

Aluminium oxide primarily used for the production of aluminium - Determination of
specific surface area by nitrogen adsorption

Contents Page
1 £ o - PSS 1
2 Normative references ... —————— 1
3 PriNCIPIE i —————————————————————————————————————————————————————— 1
4 REAGENTES ...t 1
5 N o o 2= T = 10 = 2
6 Sampling and sample preparation ... 2
7 g 0T o= o 1T T 3
8 Calculation and reporting of reSUILS .......cccccriiiiiicciimiii e ss e snn e e e e e ennns 4
9 g = o =T o 4
10 QUALILY CONLIOI ... ————————— 4
1 =53 0 =Y o T o 4
Annex A (informative) Difference between single- and multi-point-determined BET SSA ................c... 6
Annex B (informative) Results of test programme ............cccociiiiiiiiccccrsesrire s ssn e 7



		2026-05-01T04:00:54+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




