ISO 6507-2:2005-12 (E)

Metallic materials - Vickers hardness test - Part 2: Verification and calibration of
testing machines

Contents Page
[0 =3 T o o iv
1 £ o - PSS 1
2 Normative references ... ————— 1
3 General CoONdItiONS ......ccceiiiiiiiii i ———————————————— 1
4 Direct VerifiCation ... ————— 2
5 Indirect Verification ... ———————— 4
6 Intervals between verifications ..o ——————— 7
7 Verification report/calibration certificate ..........cccccoiiiiiccciiin e —— 8
Annex A (informative) Notes on diamond indenters .........ccccoiiiiiicccicsmiiine e snnnns 9

Annex B (informative) Uncertainty of measurement of the calibration results of the hardness
testing MacChineg ... —————————— 10

BibliOGrapRy ....oceeieiiisi it 16



		2024-05-15T19:49:40+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




