
 
 - 1 -

DIN EN 12372:2007-02 (E) 
 
 
Natural stone test methods - Determination of flexural strength under concentrated 
load 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Principle ..........................................................................................................................................4 
 
4 Symbols ..........................................................................................................................................4 
 
5 Apparatus ........................................................................................................................................4 
 
6 Preparation of the specimens .......................................................................................................5 
6.1 Sampling .........................................................................................................................................5 
6.2 Test specimens ..............................................................................................................................5 
6.2.1 Surface finish ..................................................................................................................................5 
6.2.2 Dimensions .....................................................................................................................................5 
6.2.3 Tolerance ........................................................................................................................................5 
6.2.4 Planes of anisotropy ......................................................................................................................5 
6.2.5 Conditioning before testing ..........................................................................................................6 
 
7 Test procedure ...............................................................................................................................6 
 
8 Expression of the results ..............................................................................................................6 
 
9 Test report .......................................................................................................................................6 
 
Annex A (normative) Statistical evaluation of the test results .................................................................12 
 
A.1 Scope .............................................................................................................................................12 
A.2 Symbols and definitions ..............................................................................................................12 
A.3 Statistical evaluation of test results ...........................................................................................13 
 
Bibliography ...................................................................................................................................................15 
 


		2026-04-30T04:04:27+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




