DIN EN 15495:2008-02 (E)

Non Destructive testing - Acoustic emission - Examination of metallic pressure
equipment during proof testing - Zone loc ation of AE sources

Contents Page
0T =T o 3
1 £ o - PSS 4
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 4
3 Terms and defiNitioNS ...t s n s nnn s nnnnnnn 4
4 Personnel QUAlIfiCatioNns ..........ooo i 4
5 (€T 3= - | PPNt 5
5.1 7= o 1= T 5
5.2 /2N o 1 [Tez= YA 1o 0 TR o Y- T XS 5
5.3 RS T=Y =T o) 5
5.4 ZONE LOCALION ... 5
5.5 Preliminary information ... e e 6
5.6 Written instruction requUIrements ... s 6
6 INStrUMENTAtioON ... —————— 7
7 TESHNG weeeiiiii i —————————— 7
71 Pre-Test MeasSUremMeNts ... s s s s s s s e s s s s s s s e s e s s s e s e s e s e s e s e s e s e s e s e e e e e s e e e s e e e s e e e e eseessnsnsnsnen 7
711 (€ 1Y 3 T= - | PSPPSRt 7
71.2 Wave Propagation ... ssssssssssssssssssssssssssssssssssssssssssssssssssssssnsssssnsssnns 7
71.3 Determination of maximum allowed SeNSOr SPACING ........cccccrriiiicccsnmmrrrr e nneenes 8
7.2 =53 53 (= o 10
7.21 General GUIAEHNES ......ooccoiiiiiir e a e s mm e e e 10
7.2.2 IN Situ VErifiCation ... 10
7.2.3 L= 2 o o [ o101 Lo N Y o 17 - 10
7.24 Equipment PreSSuriSation ... s mn e 10
8 Interpretation of resuUlts ... ———— 1

8.1 L€ 1Y 7= - | PR 1

8.2 Test STOP CrIteria ..o s n e 1

8.21 Test stop during the initial proof 10ading ...........ccccciimriiiiincccccrerr e 1

8.2.2 Test stop during subsequent [0adiNgSs ........cccoiviiiiiiiiiiiiieeee e 1

8.3 AE Zone grading Criteria ......cccccccccmmmnne s s s s s s s snsnsnsssnns 1

9 DoCUMENTALION .....ceeiiiiiiii it 12
BibliOGrapRy ... 13



		2026-06-25T07:43:26+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




