
 
 - 1 - 

DIN EN ISO 13503-3:2021-05 (E) 
Erscheinungsdatum: 2021-04-16 
 
Petroleum and natural gas industries - Completion fluids and materials - Part 3: 
Testing of heavy brines (ISO/DIS 13503-3:2021); English version prEN ISO 13503-
3:2021 
 
 
Contents            Page 
 
 

Foreword ........................................................................................................................................................................................................................................iv
Introduction ..................................................................................................................................................................................................................................v
1 Scope ................................................................................................................................................................................................................................. 1
2 Normative references ...................................................................................................................................................................................... 1
3 Terms, definitions, and abbreviations ........................................................................................................................................... 1
4 Supplements to API RP 13J, 5th edition (2014) ................................................................................................................... 2

4.1 General ........................................................................................................................................................................................................... 2
4.2 Method for determining iron content ................................................................................................................................. 2
4.3 Method for determining buffering capacity ................................................................................................................... 2
4.4 Method for determining CT .......................................................................................................................................................... 2

4.4.1 General...................................................................................................................................................................................... 2
4.4.2 Application and procedure ..................................................................................................................................... 2
4.4.3 Preparation of seeding material ......................................................................................................................... 3
4.4.4 Selection of seeding material ................................................................................................................................ 4
4.4.5 Determination of approximate CT .................................................................................................................... 6
4.4.6 Accurate determination of CT .............................................................................................................................. 6

4.5 Method for measuring pH of formate brines ................................................................................................................ 9


		2024-05-03T05:31:21+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




