DIN ISO 3039:2011-06 (E)

Corrugated fibreboard - Determination of grammage of the component papers after

separation (ISO 3039:2010)

Contents Page
NationNal FOrEWORId ... e e e e e am e e s s am e e e s mme e e s mnn s 3
o T 11T T o 5
National Annex NA (informative) Bibliography ........ccccomiiiiiicccsmririr e ssssnr e e e 4
1 £ T o - 6
2 Normative referenCes ... e 6
3 Terms and definitioNs ... 6
4 e T e o [ 7
5 Y Vo 1= 1 7
6 APPATALUS ..o s s s nnnnnnnnnnn 7
7 SAMPIING eeeiiiiiiiiiiii R 7
8 Preparation of SPECIMENS ... 8
9 oY o= L] PP 8
9.1 Separation of the COMPONENt JQYErS .........coiiiiiiiicccicecrirr s mne e e e e e s s nnnns 8
9.2 Removal of the adReSIVe ... 8
9.3 Drying of the separated [ayers .........cccccciiiiiiiiccccsecrrrr e sser e mn e s 8
9.4 Conditioning of the separated Iayers .........ccccociiiiiccieiiriin s sne e e e s ennnns 8
9.5 Preparation of test PI€CEeS ... e e 8
9.6 Determination of grammage ..........ccccccciiiiiiiiicc e 9
10 Calculation and expression of results ............oooii 9
1 =53 0 =Y o T 9
Annex A (informative) PreCiSioNn ... ccciiiiiiiiiccccssscrs s s sssssss s s s s s s sssss s e e e s e s ss s nmne s e e s e s smmsnnennesnnnnn 10
=1 o7 [T Yo | = T o 137/ 13



		2026-04-17T07:44:49+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




