ISO 2528:2017-10 (E)

Sheet materials - Determination of water vapour transmission rate (WVTR) -
Gravimetric (dish) method

Contents Page
0T =T o iv
0 £ Yo 11T 3 T o O \'
1 S o o o - 1
2 Normative referenCes ... e 1
3 BT 4 3= 1 Lo Lo 1= 3 T 4 T Y 1
4 T T3 1 oSS 2
5 Apparatus and Material ... s 2
6 SAMPIING e e ane 5
7 CoNAItIONING ..ueeiiiiiri i ————————— 5
8 Preparation of test PI€CES ... e 5
9 Preparation of diSHES ........cccciiiii et r e snn e e e e s mnn e e e e e s nnnns 6
9.1 7= o =1 - | 6
9.2 Use of wax and a cover template [5.3 b)] ..coooiccmmiiri e e 6
9.3 Use of wax and a ring template [5.3 @)] .ceoeriiiiiciirrir e e 6
10 g o T o= LT S 6
10.1 General MEthod ...t mr s s s s n e e s amnn e e e e e e e n e nnnn 6
10.2 Use of blank assSembIi@s ... s e 7
10.3 Creased Sheet ...t n e amnn e e nnn 7
1 EXPression Of reSUILS .........ccciiiiiicc i ssnr s s ssse e s s s e s mnnn e e e s s s s mmnn e e e s e nmnmnnnes 7
12 = o =] Lo S 8
13 53 8 (= oo o S 8
Annex A (normative) Method for determination of water vapour transmission rate of creased

T 1= - N 9
Annex B (normative) Test conditions ... ————— 13
Annex C (informative) Sealing WaXes .........ccccerireeoeriirsserrrsccr e ssssmee s ssms e s smn e e me e s s e e e e e e smmn e e s smnnes 14
7] o1 o =T ] 1/ 15



		2026-06-25T14:41:06+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




