DIN EN ISO 187:2023-02 (E)

Paper, board and pulps - Standard atmosphere for conditioning and testing and
procedure for monitoring the atmosphere and conditioning of samples (ISO
187:2022)

Contents Page
LW o =T T4 T8 0] =TT o o 3
T =T o o 4
L oo T T o 5
1 85 oo o - 6
2 NOrMative refer@NCes ... ————— 6
3 Termsanddefinitions ... ——————————— 6
4 T T2 o =SS 6
5 Standard atMOSPREre ... s nnr e e a e nne e e e e e nnan 6
6 ConditioNing ProCeAUNE ........ccciiiiiiir i e an e 7
6.1 Preconditioning of the sample ... ———————— 7
6.2 CoNAItiONING ...uueieiiiiiri i ———————————— 7
6.3 TOSHING ceeeiiieiii i ——— 7
7 L= A8 (=T o 7
Annex A (normative) Measurement of temperature and relative humidity .........cccocoecmriieecnniccccennncceen, 8
Annex B (informative) Interdependence of temperature and relative humidity ........cccccevvccciireinninccnees 9
[ T0 o 1o - o 1 12



		2024-05-10T12:20:11+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




