
 

 - 1 -

ISO 18947:2013-05 (E) 
 
 
Imaging materials - Photographic reflection prints - Determination of abrasion 
resistance of p hotographic images 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references  .................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 General test background  ............................................................................................................... 2 
4.1 Summary of practice  ...................................................................................................................... 2 
4.2 Significance and use ...................................................................................................................... 2 
4.3 Applicability and usage of alternative test methods  .................................................................. 2 
 
5 Test device  ...................................................................................................................................... 2 
5.1 Test device description  ................................................................................................................. 2 
5.2 Test device preparation  ................................................................................................................. 3 
 
6 Sample preparation and conditioning .......................................................................................... 3 
6.1 Test target definition  ...................................................................................................................... 3 
6.2 Test target printing and conditioning  .......................................................................................... 3 
 
7 Test procedure  ............................................................................................................................... 3 
 
8 Evaluation  ....................................................................................................................................... 4 
8.1 Sample measurement  .................................................................................................................... 4 
8.2 Calculations  .................................................................................................................................... 5 
 
9 Reporting  ........................................................................................................................................ 5 
 
Annex A (informative) Examples of test equipment and corresponding procedures and operating 

parameters  ...................................................................................................................................... 7 
 
Annex B (informative) An example of a test target suitable for use in the test equipment described 

in A.1  .............................................................................................................................................. 10 
 
Bibliography  ................................................................................................................................................... 11 
 


		2024-05-14T21:44:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




