ISO 4022:2018 (E)

Permeable sintered metal materials — Determination of fluid permeability
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Annex A (informative) The flow of fluid through porous materials

A1 Viscous flow

A.2 Viscous and inertia flow

A3 Slip flow

A.4 Wall and end effects

A.5 Long tubes of porous materials

Annex B (informative) Test fluids
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