DIN EN ISO 4022:2018-12 (E)

Permeable sintered metal materials - Determination of fluid permeability (ISO

4022:2018)

Contents Page
EUropean fOr@WORId ............iiiiiiiiiccisineere s sssssssseee e s e s s s s s s s s e e e eesa s s s ams s e e e e e san s amneeeeeesanssssnmnnneenessnsssnnennesnnnnn 3
0T =T o 4
1 1S o o o - 5
2 Normative referenCes ... e 5
3 Terms, definitions, Symbols and UNItS ...........cccmiiceciiirrecii e 5
31 Terms and definitioNS .......cooi i e nnee 5
3.2 ES3V20.41 0o E-3R- T4 Ve IR T 1 £ SRS 7
4 T T3 1 o SRS 7
5 I3 o =T o 7
6 N o o 2= = 1 = 7
6.1 o T 4 =T 0 S 7
6.2 LS53R 1
7 T o= o 1 1
71 Measurement of thickness and area of the test piece ... 1
711 L F= L (o Qo = o - SR 1
71.2 Hollow cylindrical teSt PIECES ......ciiviicciceciiiri e e e sme e e e s s s smne e e e s e annns 12
7.2 Measurement of Pressure drop ... ——————————— 12
7.3 Measurement Of FIOW rate ... e e 12
7.4 Measurement of pressures and temperatures ...........ccccvcicirinnic e ————— 12
8 EXPression of reSUlLS ... e s 13
8.1 Mean fIOW rate ... e 13
8.2 Mean density and VISCOSItY ... s 13
8.3 Calculation Of FESUILS .......ccoeeeeeee e e mn e e e e mm e s 13
8.4 FIiNal reSUlt ... e 14
9 B IS5 8 (= oo Y PSSR 14
Annex A (informative) The flow of fluid through porous materials ..........ccccoiiiiicniiniicnicc s 15
Annex B (informative) Test fluids ... ——— 17



		2026-04-17T03:37:30+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




