ISO 10722:2007-05 (E)

Geosynthetics - Index test procedure for the evaluation of mechanical damage under
repeated loading - Damage caused by granular m aterial

Contents Page
[0 =3 T o o iv
1 £ o - PSS 1

2 Normative references ... ————— 1

3 DefiNitioNS ...cceeeiiie i ——————————— 1

4 e T T 1 o1 1

5 =TS A= o1 o3 14 =T 0 2
5.1 £ =T 1] o111 T PSS 2
5.2 Number and dimensions of test SPECIMENS .........corriiiiiciiiii e e 2
6 L0 oY 0 T 13 Te 0 1 4V R PSS 2
7 Y o] 0T 1 -1 U 2
8 g (0T o= o [T - 4
8.1 [ T T F= T T o o T e LU - 4
8.2 Measurement of damage ..o ———————————— 4
9 CalCUIAtIONS ... ———————— 5
10 TESE FEPOIT ... s s s sssssssssssssssssssnssssssssnnnnnsnnnsnnnnnsnnnnnnn 5
[ZT1 o7 [T Yo | =T o 137/ 6



		2026-06-21T00:42:46+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




