
 
 - 1 -

ISO 9073-17:2008-05 (E) 
 
 
Textiles - Test methods for nonwovens - Part 17: Determination of water penetration 
(spray impact) 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................1 
 
4 Principle ..........................................................................................................................................1 
 
5 Materials and reagents ..................................................................................................................2 
 
6 Apparatus ........................................................................................................................................2 
 
7 Procedure ........................................................................................................................................2 
 
8 Calculation ......................................................................................................................................3 
 
9 Test report .......................................................................................................................................3 
 
Annex A (informative) General information regarding reproducibility ......................................................6 
 


		2026-05-12T04:28:13+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




