DIN EN 16806-1:2016-07 (E)

Textiles and textile products - Textiles containing phase change materials (PCM) -
Part 1: Determinatio n of the heat storage and release capacity

Contents Page
EUropean fOr@WORId ............iiiiiiiiiccisineere s sssssssseee e s e s s s s s s s s e e e eesa s s s ams s e e e e e san s amneeeeeesanssssnmnnneenessnsssnnennesnnnnn 3
1 8T o o1 4
2 NOIrMative referenCes ... ———— 4
3 Terms and definitions ... ————————— 4
4 PrinCiple Of teSt ... s s e e n e e e s e a e ar e e e e e n e nnnnenes 5
5 Test equipment, reagents and materials ...........cooeeeiiiiiimimieieieee e 5
6 B I3 A o1 o3 1 4 =T o OSSR 5
7 [ 15T O =Ty o] o T o= T - 7
8 Calculation of test resSults ... ————————— 7
9 IS5 = o T o 8
7] o1 o =T ] 1/ 10



		2024-04-27T15:17:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




