
 

 - 1 -

ISO 15797:2017-12 (E) 
 
 
Textiles - Industrial washing and finishing procedures for testing of workwear 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 2 
 
5 Apparatus  ........................................................................................................................................ 3 
 
6 Reagents  ......................................................................................................................................... 4 
 
7 Test specimen(s)  ............................................................................................................................ 6 
 
8 Washing procedure  ........................................................................................................................ 6 
 
9 Drying procedure  ......................................................................................................................... 10 
9.1 Procedure A -- Tumble drying  ..................................................................................................... 10 
9.2 Procedure B -- Tunnel/cabinet finishing  .................................................................................... 11 
 
10 Test report  ..................................................................................................................................... 11 
 
Annex A (normative) Additional information for procedure B -- Tunnel/cabinet finish  ......................... 12 
 


		2024-04-29T23:30:32+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




