ISO 9073-1:2023-06 (E)

Nonwovens - Test methods - Part 1: Determination of mass per unit area

Contents Page
[0 =TV o S iv
1 T o o1 1
2 Normative referenCes ... s 1
3 BI04 3= 1 Lo Lo 1= 3 T 4 T Y 1
4 T e 2
5 Y o o 2= T = 1 {0 SR 2
6 SAMPIING e s an 2
6.1 7= T - SN 2
6.2 Preparation of test SPeCimen ... ——————— 3
7 CONAItIONING .ueeiiiiiiiii i —————— 3
8 o T o= LT S 3
8.1 Mass measurement based on cutting test specimens to the proper size 50 000 mm2 .......... 3
8.2 Mass measurement of small/unique test specimens, where the largest rectangle possible

3 o 1 4
9 EXpression of results ... ——————— 4
10 g (=T o T3 oY o TS 4
1 IS5 = Yo Y 4

71 o] To T | o 13/ 6



		2024-05-11T15:50:36+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




