DIN EN ISO 9073-13:2023-10 (E)

Nonwovens - Test methods - Part 13: Repeated liquid strike-through time (simulated
urine) (1ISO 9073-13:2023)

Contents Page

European foreword

FFOT@WOTM.........cccoeeeesee 5855555555585
1 SCOPIC ... 5
2 NOTIMALIVE FEEFEI@IICES .........ooc e 5
3 Terms and defiMI IONIS ...t 5
4 PIEIICEPIC ... 6
5 Reagents and MaAterTals ... 6
6 Apparatus
7 COMAITIOMUIIG ... 9
8 SAIMIPLIIIG ...

8.1 General.....

8.2 Lot size....

8.3 Sampling
9 Instrument calibration VerifiCation ... ... 10
10 PTOCEAUIE ... 11
11 EXPIeSSION Of FESUIES ...ttt 12
12 PI@CISTON ...ttt 12
13 TESE TE@PIOT T ... 12
Annex A (Iinformative) PIrECISTOMN ... 14
Annex B (informative) Detailed figures of strike-through tester apparatus.............cnn 15
BIDLEOZIAPIY ...t 17



		2024-05-10T11:59:49+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




