DIN EN ISO 9073-7:2025-03 (E)

Nonwovens - Test methods - Part 7: Determination of bending length (ISO 9073-
7:2024)

Contents Page
EUTOPEAI FOT@WOIM ... 3
FFOT@WOIM..........oooooo e85 8 8 558555555 4
1 SCOPIC ...k 5
2 NOIIMATIVE FEEFEI@IICES ... 5
3 Terms and AefIMITIONIS ... 5
4 PIEIICEPIE ... 6
5 Apparatus
6 SATMPIIIIG ..
7 Preparation and conditioning of teSt SPECIMENS ... 7
8 PIOCEAUIE. ... 8
9 EXPIeSSION Of T@SUIES ..o 8
10 T@STI@POTT ... 9
Annex A (normative) Flexural rigidity, bending length and overhanging length................cn. 10
BIDLEOGIAPIY ... 12



		2026-06-28T08:30:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




