DIN EN ISO 9073-6:2025-08 (E)

Nonwovens - Test methods - Part 6: Absorption (ISO 9073-6:2025)

Contents Page
FOT@WOTM.......... et iv
1 SCOPI ... 1
2 NOTTNATIVE FEEETEIICES ..........coo ek 1
3 Terms aNd AeFIMETIONIS ...t 1
4 LIQUIA @DSOTDE@IICY TIITIE ..o

4.1 Principle
4.2 Apparatus..
4.3 Sampling
4.4 Preparation and conditioning of test specimen

4.5 PrOCEAUTE......oooo e

4.6 B XPTESSION OF TESULES ...t

4.7 TOST T@P OTE e
5 Liquid absorptive capacity

51 Principle
5.2 Apparatus..
5.3  Sampling

5.4  Preparation and conditioning of teSt SPECIMENS ... 5

55 Procedure

5.6 B XPTESSION OF TESULES ...t 5

5.7 TS TEPDOT L et 6
6 Liquid wicking rate ..

6.1 Principle.............

6.2 Apparatus..

6.3 SAITIPIIII e
6.4  Preparation and conditioning of teSt SPECIMENS ...t 7
6.5 PrOCEAUTE......ooooit s

6.6  Expression of results

6.7 TOST T@P T e




		2026-06-25T05:35:13+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




