
 
 - 1 -

ISO 13438:2004-11 (E) 
 
 
Geotextiles and geotextile-related products - Screening test method for determining 
the resistance to oxidation 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
Introduction ......................................................................................................................................................v 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Methods A1, A2, B1 and B2 ...........................................................................................................1 
3.1 Principle ..........................................................................................................................................1 
3.2 Specimens ......................................................................................................................................2 
3.3 Apparatus ........................................................................................................................................2 
3.4 Conditioning ...................................................................................................................................2 
3.5 Test procedure ...............................................................................................................................2 
 
4 Methods C1 and C2 ........................................................................................................................3 
4.1 Principle ..........................................................................................................................................3 
4.2 Apparatus and reagents ................................................................................................................3 
4.3 Test procedure ...............................................................................................................................4 
 
5 Determination of mechanical properties .....................................................................................5 
 
6 Test report .......................................................................................................................................6 
 
Annex A (informative) Background information on oxidation processes and oxidation 

measurements ................................................................................................................................7 
 
Bibliography .....................................................................................................................................................9 
 


		2026-06-07T13:44:47+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




