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DIN ISO 11659-3:2006-09 (E) 
 
 
Textile machinery and accessories - Machine parts in contact with textile processing 
oils - Part 3: Determina tion of the impact on lacquers (ISO 11659-3:2004) 
 
 
Contents            Page 
 
 
National foreword ............................................................................................................................................2 
 
National Annex NA (informative) Bibliography ............................................................................................3 
 
1 Scope ...............................................................................................................................................5 
 
2 Normative references ....................................................................................................................5 
 
3 Principle ..........................................................................................................................................6 
 
4 Test method and general test conditions ....................................................................................6 
4.1 Choice of test liquid and lacquer systems ..................................................................................6 
4.2 Storage temperatures ....................................................................................................................6 
4.3 Duration of test ...............................................................................................................................7 
4.4 Test specimens ..............................................................................................................................7 
4.5 Conditioning ...................................................................................................................................7 
4.6 Test procedure ...............................................................................................................................7 
 
5 Determination of changes of appearance and optical properties .............................................7 
 
6 Determination of changes in mechanical properties .................................................................8 
 
7 Test report .......................................................................................................................................8 
 
Annex A (normative) Selection of processing oils for testing ....................................................................9 
 


		2024-05-07T10:30:13+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




