
 

   - 1 -

DIN SPEC 6745:2020-04 (E) 
 
 
Paper, board and pulps - Recycling - Determination of stickies and non-tacky 
contaminants in recycled pulps and papers applying near-infrared measurement; 
Text in English 
 
 
Inhalt            Seite 
 

Foreword ............................................................................................................................................................................... 3 
Introduction .......................................................................................................................................................................... 4 
1 Scope ......................................................................................................................................................................... 5 
2 Normative references ......................................................................................................................................... 5 
3 Terms and definitions ......................................................................................................................................... 5 
4 Principle .................................................................................................................................................................. 6 
5 Apparatus (near-infared analysis system) ................................................................................................... 6 
5.1 Hardware ................................................................................................................................................................ 6 
5.2 Software ................................................................................................................................................................... 6 
5.3 Penetration test reference piece ..................................................................................................................... 6 
6 Preparation of specimen .................................................................................................................................... 6 
6.1 General ..................................................................................................................................................................... 6 
6.2 Pulp samples .......................................................................................................................................................... 6 
6.3 Paper samples ....................................................................................................................................................... 7 
7 Procedure ............................................................................................................................................................... 8 
7.1 Parameters for the analysis .............................................................................................................................. 8 
7.2 Placement of specimen ....................................................................................................................................... 8 
7.3 Measurement ......................................................................................................................................................... 9 
7.4 Penetration test .................................................................................................................................................... 9 
8 Analysis .................................................................................................................................................................... 9 
8.1 Determination of stickies and non-tacky contaminants .......................................................................... 9 
8.2 Calculation ............................................................................................................................................................10 
8.2.1 Pulp samples ........................................................................................................................................................10 
8.2.2 Paper samples .....................................................................................................................................................12 
9 Test report ............................................................................................................................................................13 
Bibliography .......................................................................................................................................................................14 
 


		2024-04-27T04:25:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




