
 

 - 1 -

ISO 18080-4:2015-12 (E) 
 
 
Textiles - Test methods for evaluating the electrostatic propensity of fabrics - Part 4: 
Test m ethod using horizontal mechanical friction 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 2 
 
5 Conditioning and testing atmosphere  ......................................................................................... 2 
 
6 Apparatus  ........................................................................................................................................ 2 
 
7 Movement of the test apparatus  ................................................................................................... 4 
 
8 Preparation of specimen  ............................................................................................................... 5 
8.1 Sampling  ......................................................................................................................................... 5 
8.2 Cleansing of sample  ...................................................................................................................... 5 
8.2.1 General  ............................................................................................................................................ 5 
8.2.2 Wash by water  ................................................................................................................................ 5 
8.2.3 Dry cleaning  .................................................................................................................................... 5 
8.3 Conditioning of sample  ................................................................................................................. 5 
 
9 Test procedure  ............................................................................................................................... 6 
 
10 Test report  ....................................................................................................................................... 7 
 
Annex A (informative) Test result  .................................................................................................................. 8 
 
Bibliography  ................................................................................................................................................... 10 
 


		2024-06-03T08:42:21+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




