ISO 4695:2007-11 (E)

Iron ores for blast furnace feedstocks - Determination of the reducibility by the rate
of reduction index

Contents Page
[0 =3 T o o iv
L) oo LU T3 T \'
1 £ o - PSS 1
2 Normative refer@nCes ... —————— 1
3 Terms and definitions ..o ———————— 1
4 e T T 1 o 1
5 Sampling, sample preparation and preparation of test portions ........ccccccerriiiiccccccnnncccns 2
6 APPAFALUS ....ooeiiiirisss s s s s s s nnnnnnnnn 2
7 TesSt CONAITIONS ..o ————— 3
8 e o T o= LT - 4
9 EXPression of reSUILS ... 5
10 =53 0 (=Y oo o 6
11 VerifiCation ... ————— 7
Annex A (normative) Flowsheet of the procedure for the acceptance of test results .........ccccceeeennn. 10
Annex B (informative) Derivation of equation for reducibility ..........ccccovrmmmmiiiiicccccrrr e 1



		2026-05-11T16:27:14+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




