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Cold rolled strip and sheet - Technical delivery conditions - General structural steels

Contents Page
0T =T o 3
1 £ T o - 4
2 Normative referenCes ... 4
3 Terms and definitioNs ... 4
4 Dimensions and tOlerancCes ... ———————————————— 5
5 Classification into grades ..o rsss s sss e e e s s s s mne e e en s s nnnns 5
6 DESIgNAtioN ....coiiiieiiiiiir i —————— 5
7 L= o LT T =Y 4 =T o 6
71 SteelmakKing ProCESS ...iicciiiiiiiiiriiirr i ————— 6
7.2 Delivery CONition ......ccccciiiiiiiiiiir i 6
7.3 {0 3 T=7. 0 T o= TR 20 4 01 oo -3 1o o XS 6
7.4 Mechanical Properties ... s e 6
7.5 L1111 e F= 11 1 /P 6
7.6 Surface characteristiCs ... 7
7.6.1 7= o = T 7
7.6.2 £ g = Lo =Y e [ 11 PSP 7
7.6.3 SUIrface fINISh ... s 8
7.6.4 Suitability for coatings .......ccccviiiiiii e —————————— 8
8 TESHNG weeeiiie i —————————— 9
8.1 (= 01T - S 9
8.2 INSPECLION UNILS ... smn e e e s e 9
8.21 Inspection units for products with a rolled width 600 mm ...........ccccccmiiiriirccccerrr e 9
8.2.2 Inspection units for products with a rolled width < 600 mm ...........ccccccmmmiiricccieerr e 9
8.3 NUMDEr Of tESES .....coiiiie e e e nnn e s 9
8.4 £ =T 1] o111 T PSP 9
8.5 Test MELNOAS ......oooiii 9
8.5.1 =T 1571 (= == 9
8.5.2 Chemical COMPOSILION .........ueniiii s mn e mnn e s mnnns 10
9 INSPECtioN dOCUMENLS .......eeiiii it sme e s mmn e e e e mnnns 10
10 T 11 ' 10
1 = T2 (] T X 10

12 D T o 11 L= 10

13 Information to be provided at the time of ordering .......ccccccmriiii e 10

271 o] Lo = T o T/ 1



		2024-05-13T22:40:39+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




