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corrosion resistance 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................2 
 
4 Surface characteristics ..................................................................................................................2 
 
5 Conditions of manufacture ...........................................................................................................3 
 
6 Dimensional tolerances .................................................................................................................4 
 
7 Tensile test sampling .....................................................................................................................5 
 
8 Tensile test requirements ..............................................................................................................5 
 
9 Retests ............................................................................................................................................6 
 
10 Resubmission .................................................................................................................................6 
 
11 Workmanship ..................................................................................................................................6 
 
12 Inspection and acceptance ...........................................................................................................6 
 
13 Coil size ...........................................................................................................................................7 
 
14 Marking ............................................................................................................................................7 
 
15 Information to be supplied by the purchaser ..............................................................................7 
 
Annex A (informative) Guidelines for estimating the atmospheric corrosion resistance of low- alloy 

steels ...............................................................................................................................................9 
 
Annex B (informative) Additional information for the use of steel with improved atmospheric 

corrosion resistance ....................................................................................................................10 
 
Bibliography ...................................................................................................................................................11 
 


		2026-05-12T08:37:04+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




