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Steel fibres for concrete - Definitions and specifications

Contents Page
0T =T o iv
1 £ T o - 1
2 Normative referenCes ... e 1
3 Terms and definitioNs ... 2
4 £ 1] o e PSS 3
5 L0 F= TET =Y 1T 1T 3
6 Ordering information ... —————————————— 4
7 L= o LT =Y 4 =T o 4
71 Dimensions and tolerancCes ... 4
7.2 SUrface CONAILION ... s e e 5
7.3 Tensile strength of fibres ... 6
7.4 Modulus Of €lastiCity .......ccccecriiiiiiiiccc e sss e e e s e an e e e e e s a e nnnen e e e s 6
7.5 =2 o T T =T LU T =T 0 1= 4 6
7.6 D] ' 6
7.7 Reinforcing effect of the steel fibres in concrete ... 6
7.8 Effect on consistency of CONCrete ... e 7
7.9 Effect on air of CONCrete ... e e e 7
8 Testing and INSPECION ......coiiiiiiir e ————————— 7
8.1 (= 1T - S 7
8.2 ITT (Initial TYPe TeSt) occieiiiiiriiirr s an s 7
8.3 Factory production control (FPC) ........ccccoimiiniimsr s s s s snse e 8
9 Packaging and package marking ........cccccccciissssssssssssssssssssssssssssssssssssssssssssssssene 1
Annex A (normative) Reference CONCIEtes ..........iicccccceiiiiiiiicccsieerr s ssssssr s e s e s s ssssn e e e s es s s smnn e e eesnnnnn 13
271 o] Lo - T o Y/ 17



		2026-05-22T04:21:40+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




