ISO 4696-1:2015-09 (E)

Iron ores for blast furnace feedstocks - Determination of low-temperature reduction-
disintegration indices by static method - Par t 1: Reduction with CO, CO2, H2 and N2

Contents Page
0T =T o iv
0 £ Yo 11T 3 T o O \'
1 S o o o - 1
2 Normative referenCes ... e 1
3 BT 4 3= 1 Lo Lo 1= 3 T 4 T Y 1
4 T T3 1 oSS 1
5 Sampling, sample preparation, and preparation of test portions ...........cccocccrrrriiiiccccceeneennn. 2
5.1 Sampling and sample preparation ... ————————— 2
5.2 Preparation of test portions ... —————— 2
6 Y o o 2= = 1 = 2
6.1 = T o | N 2
7 Test CONAILIONS ... s 3
71 =Y o =1 - | 3
7.2 L= LR o314 Vo X - T OSSR 3
7.21 Lo 1 1T o X3 11T ) o SO 3
7.2.2 o T 1PN 4
7.2.3 L 1T - 1 =S 4
7.3 Heating and cooling gas ........ccccuiiiiiiiriiir s 4
7.4 Temperature of the test portion ... ————— 4
8 Yo=Y o T S 4
8.1 Number of determinations for the test .............e i 4
8.2 = o LT o o) S 4
8.3 BI04 11 T 5
8.4 8T Lo 1 4T Y 5
9 EXPression Of reSUILS ........ccccciciiiiiiiii i sssesr e s ss s ssss s e s s e s s s smnnn e e e e s ss s s sannn e en s s nmnnnnnns 5
9.1 Calculation of the reduction-disintegration indices (RDI-1+6,3, RDI-1-3,15, RDI-1-0,5) .......... 5
9.2 Repeatability and acceptance of test reSults ... 5
10 B I3 =T oo 6
1 Y = 1o o 6
Annex A (normative) Flowsheet of the procedure for the acceptance of test results ...........ccccceeunce. 11



		2026-04-20T04:36:11+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




