ISO 10203:2017-03 (E)

Iron ores - Determination of calcium - Flame atomic absorption spectrometric method

Contents Page
0T =T o iv
1 £ oo o - SRS 1
2 NOIrMAtiVe FefErEeNCES .......coi i s mm e e e s mmn e s 1
3 TermsanddefinitioNs ... e 1
4 PriNCIPIE e R 1
5 REAGENES ..o 2
6 N o o 2= = 1 0 = 3
7 RS F=T0 0] o] 114 Yo =T e J=T=T 0 0] o 1= 3
71 Laboratory SAmMPIe ... s 3
7.2 Preparation of predried test SAMPIES .......cccoviiiicccicimiii e 4
7.21 =Y o 1= - | 4
7.2.2 Method specified in ISO 2596 ... s s e e s s ssmn e e e e e e sn s mnnnnnns 4
7.2.3 Method specified in ISO 7764 ... 4
8 g Yo=Y o 1 S 4
8.1 Number of determinations ...........o 4
8.2 553 T oY o) 4
8.3 Blank test and Check test ... ———— 5
8.3.1 BIanK test ... e nnnr e 5
8.3.2 L0 oY o == 5
8.4 Determination ... e mn s 5
8.4.1 Decomposition of the test POrtion ... s 5
8.4.2 Treatment of the reSidue ... 5
8.4.3 Preparation of the test sOlUtion ... ———————— 6
8.4.4 Adjustment of the atomic absorption spectrometer ...........cccovciiiiiiinci 6
8.4.5 Atomic absorption MeasuremMents .........ccccoviiiiirii i ———————— 7
9 EXPression of reSUILS ... 7
9.1 Calculation of mass fraction of calCium ... e 7
9.2 General treatment of reSUILS ..........ccooi i 7
9.21 Repeatability and permissible tolerance ... —— 7
9.2.2 Determination of analytical result ... 8
9.2.3 Between-laboratories PreCiSion ..........ccccccciiiiiiiiccciscmrnnr e nnnns 8
9.24 ChecCk fOr trUENESS ... e s am e ame e e e mn e 8
9.25 Calculation of final result ... s 10
9.3 10 ) = - e o T 10
10 JLICET3 8 (= XY o 10
Annex A (normative) Flowsheet of the procedure for the acceptance of analytical values for test

£ 1 0 o 1= 1
Annex B (informative) Derivation of repeatability and permissible tolerance formulae ........................ 12
Annex C (informative) Precision data obtained by international analytical trials ..........cccccccvvmrvennnnee. 13
71 o1 o =T ] 4 3/ 14



		2026-06-29T08:20:15+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




