ISO 9443:2018 (E)

quality classes for hot-rolled bars and wire rod
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Foreword

Scope

Normative references
Terms and definitions

Ordering and designation

Ordering
Designation

Requirements

Testing

General

Test methods

General

Methods for the detection of discontinuities
Methods for measuring the depth of discontinuities
Production tests on trial batches

Repairs

(informative) Guideline for applying surface quality classes
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