DIN EN 10379:2025-04 (E)

Steel sheet piles - Test methods

Contents Page
EUropean fOr@WORIM ...t e e e e e am e e e R e e e e e e 3
1 8T o o1 4
2 Normative referenCes ... e 4
3 Terms and definitioNS ........ccoooiceciiiiccr e e mr e e n e 4
4 General reqUIrEMENLS .......cooi i cccserr s s s ssss e e e s s s s s s s ssms e e e e e e s s s sanmn e e e e e easasssnnneneesansssnnnn 4
5 Test of the resistance of crimped points of U-shaped sheet piles .........ccooocmrmrrriiiicccieeennnnnnn, 4
5.1 =Y o = - | 4
5.2 LIS A oL o2 1 - o 5
5.3 Testing and evaluation ... ——————————————— 7
6 Test of the interlock resistance of straight web sheet piles ........cccccovvivimiiiiisncicc s 8
6.1 = T o N 8
6.2 JLICETS3 =T 1= o2 4 =T o 8
6.3 Testing and evaluation ... ————————————— 9
7 Test of interlock performance of U-, Z- and H-shaped sheet piles .......cccccccmrrriiiccccsceernennn. 10
71 =Y o = - | 10
7.2 Declutching criterion and tensile Criterion ... e 10
7.21 Declutching Criterion ... 10
7.2.2 LIS 0 E5T 1 L= e 1= 4 e T P 1
7.3 LY =Y 4 Lo o2 (=3 1 i 3 =T 13
7.4 Resistance of the interlock of U-shaped sheet piles in case of local load introduction ...... 15
8 IS5 (= X o T o 15
7] o1 o =T ] 13/ 16



		2026-05-01T15:52:00+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




