ISO 15350:2000-12 (E)

Steel and iron_- Determination of total carbon and sulfur content_- Infrared absorption method
after combustion in an induction furnace (routine method)

Contents Page
oL =T o o PSS U PR PPP ST iv
1 S Tod 0] o1 PO PP PP PT P PPPTPPRR 1
2 NOFMALIVE TEFEIENCES ..ottt ettt e e et b et e e ek bt e e e e b b et e e ek b e e e e e bb et e e e nbe e e s abbeeeeannees 1
3 AT 1o T o 11 PO OU PR P OPPRPN 2
4 NS 16 =T PP P PP PP O P PP PP PR PP PPPRPRPRPRPRPTOR 2
5 APPATALUS ... 3
6 LS S 141514 e T P PO PP OPP PRI 3
7 SAIMIP NG ettt s 4
8 e To] =T [ U1 = PSP 4
9 o =R Lo T I e =T U1 6PN 10
10 LIS A ] o1 ] S PSPPI 11
Annex A (informative) Examples of diagram for analytical prinCiples .......oovvvviiiiiiiiiiiiiiiieeeeeeeeevee e 13
Annex B (informative) Example calculation of alinearity CheCK ............vvvviiiiiiiiiiiiiiieeieeeeieeeee e 19
Annex C (informative) Additional information on international cooperative teStS........cocvvviiiiiieeniiiieee s, 20
Annex D (informative) Graphical representation of preciSion data ........cccoocueiiiiiiiieiniie e 24



		2026-05-11T06:17:49+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




