ISO 4042:1999-06 (E)

Fasteners - Electroplated coatings

Contents Page
S e o = PSSR 1
2 NOIrMative referENCEeS........ ... ms e s s e e e s e amn e e e s e e s e amme e e e e eaa e nmnn e e e e e aan 1
3 Terms and definitioNS ... 2
4 Dimensional requirements and gauging........ccccurierriinimrmimr e ————————— 3
4.1 Dimensional requirements before electroplating ... ——— 3
4.2 Dimensional requirements after electroplating...........cooo e —— 3
5 Other coating reqUIremMENts ... ——— 3
6 Hydrogen embrittlement relief .......... ..o r e e mnn e 3
7o ¢ o =3 e 4 TN o o =Y o2 £ e TSR 4
8 Applicability to fasteners that cut or form their own mating threads..........ccccccommriiicciiccrn s, 4
9 Specification of coating thiCKNEeSs ... e 4
10 Measurement of coating thiCKNeSs ... e nme e e e e s 5
TR B o o= I o 3T g === 5
10.2 Batch average thiCKNESS .........occiiiiiiiir i 7
10.3 Agreement on test Method..........ccooiiiii e ——————————— 7
11 Sampling for thickness tests .........ccco i ————————— 7
12 Ordering requirements for electroplating ..........cccciiiiiiinii e ————— 7
0 1T T T 1o 7
Annex A (informative) Hydrogen embrittlement relief.............omimiiicccciie e 8
Annex B (informative) Salt spray corrosion protection performance of metallic coatings.................... 10
Annex C (informative) Guidance on procedures that may be adopted to accommodate thick

oo X 11 3V T 12
Annex D (normative) Determination of batch average thickness ..........cccccccmimiiiccccccrre s 13
Annex E (normative) Designation code, system A, for electroplated coatings on threaded parts ....... 16
Annex F (informative) Examples for coating designation...........ccccccviiiiiniinninn e 19
Annex G (informative) Surface areas of bolts, screws and nuts.............ccooiiiinicciieccc s 20
BibliOgraPNY ..cceiieiii it ——— 23



		2026-06-19T09:32:28+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




