ISO 6452:2007-06 (E)

Rubber- or plastics-coated fabrics - Determination of fogging characteristics of trim
materials in the interior of automobiles

Contents Page
[0 =3 T o o iv
1 £ o - PSS 1

2 Normative references ... ————— 1

3 T T 1 o 1

4 MALErIalS ....ooiiieeii i ——————— 2
5 N o o 2= T = 10 = 2
6 Test pieces and test SAMPIES ... s s nnn 4
7 L0 o 0 T 13 o 0 1 4V R PSS 5
8 g 0T o= o 11T 5
8.1 L0 1= T ] ' 5
8.2 CONrol tESES ..uueeiiiiieii i ————————— 5
8.3 Arrangement of test pieces and test samples ... —— 6
8.4 Measurements prior to the fogging test ... ————— 6
8.5 FOQGQING tEST ....eeiiiiiii it 6
9 EXPression Of r@SUILS ........coicc i ccccsecrre s e e ssms e e s nmn e e e e e s s s anmn e e e e e anmmnnn e e s 7
10 g - o =T o o 8
1 TESE FEPOIT ... s s s s ssssssssssssssssssssssssssssnnnnnsnnnsnnnnnsnnnnnnn 8
Annex A (informative) Precision results ..........ccoimiiii 9
Annex B (informative) Guidance on using precision results ..........ccccccniinn 10
Annex C (normative) DIDP reference liquid .........cccciiiiimiiiiimiinirer e 1

=1 o7 [T Yo | = T o 17/ 12



		2026-05-12T01:21:56+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




