ISO 13478:2007-08 (E)

Thermoplastics pipes for the conveyance of fluids - Determination of resistance to
rapid crack propagation (RCP) - Ful I-scale test (FST)

Contents Page
[0 =3 T o o iv
L) oo LU T3 T \'
1 £ o - PSS 1
2 Normative refer@nCes ... —————— 1
3 Terms and definitions ..o ———————— 1
4 SYMDOIS ..o ————————— 2
5 e T e o [ 2
6 TeSt PArAMELErS ... s s n s nnnnnnnnn 3
7 T L =T T | £ 3
8 o o 2= T = 1 0= 3
9 Test-pipe PreParation ... ms s s e mnn e e e e s eaanan 7
10 Conditioning and backfill ... ——————— 7
1 L= 3 e =T LU 8
12 R 11T 1V o 0 (== 1L SR 8
13 L= S8 (=1 o T 9
Annex A (normative) Determination of critical pressure (or hoop Stress) ........cccccvcrrrirricccccsceeeeeee s, 10
Annex B (normative) Determination of critical temperature ..........cccccociiiiiinnni e ——— 13
271 o] o - T o T/ 14



		2024-05-18T03:13:38+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




