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DIN ISO 3415:2011-04 (E) 
 
 
Textile floor coverings - Determination of thickness loss after brief, moderate static 
loading (ISO 3415:1986) 
 
 
Contents            Page 
 
 
National foreword ............................................................................................................................................3 
 
National Annex NA (informative) Bibliography ............................................................................................3 
 
1 Scope ...............................................................................................................................................4 
 
2 Normative references ....................................................................................................................4 
 
3 Principle ..........................................................................................................................................4 
 
4 Apparatus ........................................................................................................................................4 
 
5 Checking of the thickness gauge .................................................................................................4 
 
6 Atmosphere for conditioning and testing ...................................................................................4 
 
7 Test specimens ..............................................................................................................................4 
 
8 Procedure ........................................................................................................................................5 
 
9  ..................................................................................................................... 5Expression of results 
 
10 Test report .......................................................................................................................................5 
 


		2026-04-18T19:26:14+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




