ISO 12815:2013-03 (E)

Fibre-reinforced plastic composites - Determination of plain-pin bearing strength

Contents Page
0T =T o iv
0 Yo 11T T o \'
1 £ T o - S 1

2 NOIrMAtive refErE@NCES ......oooi i e e e mnn e nas 1

3 TermsanddefinitioNs ... 1

4 1 e o [ 2
5 N0 o 2= T = 1 0 3
5.1 =53 11T T 41 - 3
6 B IC= TS A= 1= o3 14 =T o 4
6.1 Shape and diMENSIONS ... e mn s e s e mmn e s s mmnns 4
6.2 o (=T o T 1= 1 o] 4 e ] o =T 210 1] 4 - S 5
6.3 Checking the test SPECIMENS .......cceiiiiiiiccccrirr e snsn e e e e s s amnn e e e e e eesnnnnnn 5
7 Number of test SPECIMENS ..o s s ms e n e e e e s e mme e e e ees 6
8 L0 oY 0 T 13 Te 0 1 4V R PSP 6
9 e o T o =T LT - 6
9.1 Test CONAILIONS ... e e e mmn e e e s ea s mmn e e e e e s sanan 6
9.2 Specimen and pin diMENSIONS ... mn e s 6
9.3 TeSHING SPEEU ..o ———————————— 6
9.4 [ F= 1= T o o | 1= e 1 oo 6
9.5 Failure 10ad ... 6
9.6 Failure Mode ... 6
10 Calculation and expression of reSUILS ........ccccviccccccmiiriin s ssmr e e s nnns 7
1 e =Y o =] Lo o 8
12 =53 0 (=Y o T 9
Annex A (informative) Round-Robin validation exercise for plain-pin-bearing test method ................ 10

=1 o7 [T Yo | = T o 17/ 13



		2026-05-17T10:52:35+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




