DIN EN 495-5:2013-08 (E)

Flexible sheets for waterproofing - Determination of foldability at low temperature -
Part 5: Plastic and rubber sheets for roof waterproofing

Contents Page
[0 =3 T o o 3
L) o T LU T3 T 4
1 £ o - S 5
2 Normative refer@nCes ... ———————— 5
3 Terms and definitions ... ————————— 5
4 T T 1 o1 6
5 Y o] 0T T -1 U 6
6 £ =T 1] o111 T PSP 6
7 Preparation of test SPECIMENS ... s 6
8 g (0T o= o [T - 6
9 EXPression of reSUILS ... 8
10 Precision of reSuUlts ... ———————— 8
1 TESE FEPOIT ... s sssssssssssssssssssssssssssssssnsnsnsnnnsnnnnnnnnnnnnn 9



		2026-05-01T13:36:12+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




