ISO 11358-3:2013-12 (E)

Plastics - Thermogravimetry (TG) of polymers - Part 3: Determination of the
activation ener gy using the Ozawa-Friedman plot and analysis of the reaction
kinetics

Contents Page
0T =1, o iv
1 o W o2 T o '
1 5 o o o - SRS 1
2 NOIrMAtiVe refErEeNCEeS .......coi i s e mmn s 1
3 TermsanddefinitioNs ... nan 1
4 T T 1 oS 2
5 Y o o 2= = 1 0= 2
6 Test SPECIMENS ... e cecececneeeecemnmsmsesmsmsmsmsmsmsmsmsmsmsssssssssssssssssssssssssssssssssssssssmsmnssnnes 2
7 Mass and temperature calibration ... ———————— 2
71 Mass Calibration ... e 2
7.2 Temperature calibration ... 3
8 [ o ToT =Y 1] o P 3
8.1 1Y 3= - | 3
8.2 Non-oxidative reactions ... s e 4
8.3 OXidative reaCtioNS ... s n e 4
9 EXPression of reSUILS ...t sr s s e s e e s s msne e e s s e e s amnn e ee s e nmnmnnnes 4
9.1 Graphical presentation ... e s e nnn 4
9.2 Determination of activation @nergy ... ——————————— 5
9.3 T F= T (=] g o1 ] = 6
10 o (=Y o3 1= oY o TP 9
11 BT =T oo o 9
Annex A (informative) Mathematical background ..o ——— 10
7] o1 o =T ] 1 3/ 13



		2026-06-20T05:45:08+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




