ISO 8513:2014-05 (E)

Plastics piping systems - Glass-reinforced thermosetting plastics (GRP) pipes - Test
methods for the determination of the a pparent initial longitudinal tensile strength

Contents Page
[0 T o o iv
1 8T o o1 1
2 TermsanddefinitioNs ... e 1
3 T T T oS 2
4 Y o 0T 1= 1 {0 = 3
5 IS5 A o1 (=Y o = RS 4
5.1 L= T N 4
5.2 Strip test piece (MethOd A) ... e samnr e e e e s e s snme e e e e eennan 5
5.3 Pipe section test pieces (Method B) ... s 7
5.4 Plate test pieces (Method C) ... 7
5.5 Number of test PIECES ......oiiciiiiiir e ————— 9
6 CoNAItIONING ..veeiiiiieiii i —————————— 9
7 Test temMPErature ........oooeecececececeeeeeeeee s nnnssnssssssssssnsnsnsnsnsnsssssssssssssssssssssssssssssssnsnmnmnnnnnnnnnnnnn 9
8 Procedure (methods A, B, @anNd C) ........cciiiiiiiiiiiceecrrene s sssens s s s s sssssssssssse s s sessssssssmmsse s s sesnnsnnns 10
9 CalCUIALION ..ot ——————————— 10
9.1 For strip test pieces (Method A) ... ———— 10
9.2 For pipe test pieces (Method B) ... 11
9.3 For plate test pieces (Method C) ... 11
10 JLICET3 (= o Xo T o 12
Annex A (informative)Determinationoflongitudinalpropertiesforhelicallyfilament-woundthin wall

0] o - 14
23] o e [ =T o] 4 17/ SRR 16



		2026-06-19T09:52:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




