
 

 - 1 -

ISO 8513:2014-05 (E) 
 
 
Plastics piping systems - Glass-reinforced thermosetting plastics (GRP) pipes - Test 
methods for the determination of the a pparent initial longitudinal tensile strength 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Termsanddefinitions  ...................................................................................................................... 1 
 
3 Principle  .......................................................................................................................................... 2 
 
4 Apparatus  ........................................................................................................................................ 3 
 
5 Test pieces  ...................................................................................................................................... 4 
5.1 General  ............................................................................................................................................ 4 
5.2 Strip test piece (method A)  ........................................................................................................... 5 
5.3 Pipe section test pieces (method B)  ............................................................................................ 7 
5.4 Plate test pieces (method C)  ......................................................................................................... 7 
5.5 Number of test pieces  .................................................................................................................... 9 
 
6 Conditioning  ................................................................................................................................... 9 
 
7 Test temperature  ............................................................................................................................ 9 
 
8 Procedure (methods A, B, and C)  ............................................................................................... 10 
 
9 Calculation  .................................................................................................................................... 10 
9.1 For strip test pieces (method A)  ................................................................................................. 10 
9.2 For pipe test pieces (method B)  ................................................................................................. 11 
9.3 For plate test pieces (method C)  ................................................................................................ 11 
 
10 Test report  ..................................................................................................................................... 12 
 
Annex A (informative)Determinationoflongitudinalpropertiesforhelicallyfilament-woundthin wall 

pipe  ................................................................................................................................................ 14 
 
Bibliography  ................................................................................................................................................... 16 
 


		2026-04-30T02:08:41+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




