
 

 - 1 -

ISO 18168:2015-12 (E) 
 
 
Textile floor coverings - Colour fastness to shampooing 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 1 
 
5 Apparatus and reagents  ................................................................................................................ 1 
5.1 Testing frame  .................................................................................................................................. 1 
5.2 Auxiliary equipment  ....................................................................................................................... 1 
5.3 Shampoo solution  .......................................................................................................................... 2 
5.4 Adjacent fabrics  ............................................................................................................................. 2 
5.4.1 Textile floor coverings  ................................................................................................................... 2 
5.4.2 Yarns or loose fibres  ...................................................................................................................... 2 
5.4.3 Tufts  ................................................................................................................................................. 2 
5.5 Grey scales  ..................................................................................................................................... 2 
 
6 Preparation of test specimens  ...................................................................................................... 3 
6.1 General  ............................................................................................................................................ 3 
6.2 Textile floor covering  ..................................................................................................................... 3 
6.3 Yarns  ............................................................................................................................................... 3 
6.4 Loose fibres and tufts  .................................................................................................................... 3 
 
7 Procedure  ........................................................................................................................................ 3 
 
8 Test report  ....................................................................................................................................... 4 
 
Bibliography  ..................................................................................................................................................... 5 
 


		2024-04-29T01:06:03+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




