ISO 8513:2016-02 (E)

Plastics piping systems - Glass-reinforced thermosetting plastics (GRP) pipes - Test

methods for the determi nation of the initial longitudinal tensile strength

Contents Page
0T =T o iv
0 £ Yo 11T 3 T o O \'
1 S o o o - 1
2 TermsanddefinitioNs ... e 1
3 ] e o [ 2
4 Y o o = = 1 {0 SR 3
5 IS5 A o1 (=Y oSS 3
5.1 = 0 =T o PN 3
5.2 Strip test piece (Method A) ... ———————————— 4
5.21 £ 1 T T o1 4
5.2.2 [ 114 L= L= T o =S 4
5.2.3 Use of BUIt=UP €@NAS ... s e 6
5.3 Pipe section test pieces (Method B) ........cccciiiiiiiiiniiii s 6
5.4 NUmMber of teSt PIECES ... ss e e e s e s mn e e e e e s nnnnenes 6
6 Lo o o 11 o 13 V' SRR N 6
7 TeSt tEMPEratUre ...t e e s s s s s s e e e e e ee s s s sanm e e e e e e eesasssannneneeeeesnnmnnnnenessan 6
8 Procedure (methods A and B) ... 7
9 L0 111 1] -1 oo N 7
9.1 For strip test pieces (Method A) ... ————— 7
9.2 For pipe test pieces (Method B) ... 7
10 L= 5 98 0= e T 8
Annex A (informative)Determinationoflongitudinalpropertiesforhelicallyfilament- wound thin wall

1 o= SN 9
[ T] o 10T =T ] 13T/ 1



		2026-04-30T00:56:48+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




