ISO 4589-1:2017-04 (E)

Plastics - Determination of burning behaviour by oxygen index - Part 1: General

requirements

Contents Page
0T =T o iv
0 £ Yo 11T 3 T o O \'
1 S o o o - 1

2 Normative referenCes ... e 1

3 BT 4 3= 1 Lo Lo 1= 3 T 4 T Y 1

4 Principles Of the test ...t s e s e mn e e e e s e mnmnnnes 2
5 Applicability Of the test ... e 2
6 Specimen PreParation ... —————————————————————— 3
7 Y o o 2= = 1 = 3

71 = T o | N 3

7.2 MeEasSUIiNG AEVICE ......oiiiiiiiiiiiiiii e r e e nn e 3

7.3 L0 o 0] 0 4 T o L= =] o 3

7.4 EST= 101 L= 30 Lo (e 1T SRS 3

8 (0 T=1 =Y [ e T oo T 0 T 11 e o 1= SRS 3

8.1 L0 111 ¢ - 1o o 3

8.2 Flame application time ... 4
8.3 7= T3 o N 4
8.4 Elevated-temperature routine ..........ccccciiinini i ———————————— 4
8.5 s EoT T L 2= T I o 1 (Y - S 4
9 0o 0 o7 LW =TT o N 5
7] o1 o =T ] 4/ 6



		2026-06-28T17:39:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




