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DIN EN ISO 21305-2:2019-05 (E) 
 
 
Plastics - Polycarbonate (PC) moulding and extrusion materials - Part 2: Preparation 
of test specimens and determination of prope rties (ISO 21305-2:2019) 
 
 
Contents            Page 
 

Foreword .........................................................................................................................................................................................................................................  4
1 Scope ................................................................................................................................................................................................................................. 5
2 Normative references ...................................................................................................................................................................................... 5
3	 Terms	and	definitions ..................................................................................................................................................................................... 6
4 Preparation of test specimens ................................................................................................................................................................ 7

4.1 General ........................................................................................................................................................................................................... 7
4.2 Treatment of the material before moulding .................................................................................................................. 7
4.3 Injection moulding ............................................................................................................................................................................... 7
4.4 Compression moulding .................................................................................................................................................................... 7

5 Conditioning of test specimens .............................................................................................................................................................8
6 Determination of properties ....................................................................................................................................................................8

European foreword ..............................................................................................................................................................................................................  3


		2026-07-03T01:43:17+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




