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DIN EN ISO 305:2019-09 (E) 
 
 
Plastics - Determination of thermal stability of poly(vinyl chloride), related chlorine-
containing homopolymers and copolymers and their compounds - Discoloration 
method (ISO 305:2019) 
 
 
Contents            Page 
 
 

European foreword ....................................................................................................................................................... 3 

Foreword .......................................................................................................................................................................... 4 

1 Scope .................................................................................................................................................................... 5 

2 Normative references .................................................................................................................................... 5 

3 Terms and definitions ................................................................................................................................... 5 

4 Principle ............................................................................................................................................................. 5 
4.1 Method A: Oil-bath method.......................................................................................................................... 5 
4.2 Method B: Oven method ................................................................................................................................ 6 

5 Preparation and number of test specimens .......................................................................................... 6 

6 Test temperature ............................................................................................................................................ 6 

7 Method A: Oil-bath method.......................................................................................................................... 6 
7.1 Apparatus ........................................................................................................................................................... 6 
7.2 Procedure........................................................................................................................................................... 7 

8 Method B: Oven method ................................................................................................................................ 7 
8.1 Apparatus ........................................................................................................................................................... 7 
8.2 Procedure........................................................................................................................................................... 8 

9 Expression of results ...................................................................................................................................... 8 

10 Precision ............................................................................................................................................................. 9 

11 Test report ......................................................................................................................................................... 9 

Bibliography ................................................................................................................................................................. 10 


		2026-04-19T18:40:32+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




